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ECE TYPE-APPROVAL CERTIFICATE 

 Communication concerning:2  Approval granted 

Approval extended 

Approval refused 

Approval withdrawn 

Production definitively discontinued 
 

of a component type pursuant to Regulation No. 118. 

 

Approval No: E24*118R03/01*0208*00 

 

Reason for extension: - N/A 

 

 

SECTION I 

 

1.1 Make (trade name of manufacturer): Kolpa d. d. 

 

1.2 Type: KERROCK 

 

 Commercial Descriptions: Acrylic solid surface material 

 

1.3 Means of identification of type, if marked on device: N/A 

 

1.3.1  Location of that marking: N/A 

 

1.4 Name and Address of Manufacturer: Kolpa d.d. 

  Rosalnice 5 

  8330 Metlika 

  Slovenia 

 

1.5 Location of the approval mark: Mark/code printed directly on 

  product (see annex) 

 

1.6 Address(es) of assembly plant(s): Kolpa d.d. 

  Rosalnice 5 

  8330 Metlika 

  Slovenia 
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SECTION II 

 

 

1. Additional Information (where applicable): see Appendix 1  See technical report 19M3-01779-00  

  and manufacturer’s information document  

  for details. 

 

2. Technical service responsible for carrying out the tests:  DEKRA Testing and Certification S.r.l. 

  Via Fratelli Gracchi, n°27 

  c.a.p.20092 - Cinisello Balsamo (MI) 

 

3. Date of test report:  03.10.2019 

 

4. Number of test report:  19M3-01779-00 

 

5. Remarks (If any): N/A 

 

6. Place:  Dublin. 

 

7. Date: 7th October, 2019. 

 

8. Signature: 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

9. The index to the information package lodged with the approval authority, which may be obtained on request, 

 is attached. 
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Appendix 1  

 

Appendix to type approval communication form No. E24*118R03/01*0208*00 

concerning the type approval of a component type pursuant to 

Regulation No. 118 

 

1.  Additional information.  See technical report 19M3-01779-00 

  and manufacturer’s information document  

  for details. 

 

1.1. Interior materials  

 

1.1.1.  The direction which the component may be installed: 

  horizontal / vertical / both horizontal and vertical direction(s)1. Horizontal and vertical. 

  

1.1.2.  Fulfils the requirements in paragraph 6.2.2.:  

 yes / not applicable1. Yes 

  

1.1.3. Compliance has been checked for components approved  

 as complete devices:  yes / no1 No. 

  

1.1.4.  Any restrictions of use and installation requirements:  See technical report 0047\ISP\OMLS\17  

  and manufacturer’s information document  

  for details. 

 

1.2.  Insulation materials  

 

1.2.1.  The direction which the component may be installed:  

 horizontal / vertical / both horizontal and vertical direction(s)1 N/A 

.  

1.2.2.  Compliance has been checked for components approved  

 as complete devices:  yes / no1 N/A 

  

1.2.3.  Any restrictions of use and installation requirements:  

 

1.3.  Electric cables  

 

1.3.1.  Any restrictions of use and installation requirements:  N/A 

 

2.  Remarks: N/A 

 

 

 

 

 

 

 

 

 
1 Strike out what does not apply.
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Index to the Information Package 
 
 
 
 Date of issue: 7th October, 2019. 

 

 Date of latest amendment: N/A 

 

 Reason for extension/revision: N/A   

 

 

 

 1. Additional conditions, and advisory 

  notes on legal alternatives. 

 

 

 

 2. Test report(s) 

 

 - numbers(s): 19M3-01779-00 

 

 - date of issue: 03.10.2019 

 

 - date of latest amendment: N/A 

 

 

 

 3. Information document 

 

 - number(s): INFORMATION DOCUMENT ECE 118R 

  KERROCK_01_09_2019 

 

 - date of issue: 10.09.2019 

 

 - date of latest amendment: N/A 

 

 

 Documentation: 34 pages 
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Appendix: Additional conditions, and advisory notes on legal alternatives 

 

A: Additional conditions: 

 

1. The attached technical report, with any of its attachments, forms part of this Type Approval certificate. 

2. Each type from series production shall be to the measurements specified in the attached drawings, and shall be 

manufactured only from the materials specified in the Approval documents. 

3. Changes in the type are permitted only with the explicit permission of NSAI. Breaches of this requirement will 

lead to a withdrawal of the Type Approval, and in addition may be subject to criminal prosecution. 

4. At regular intervals, any tests or associated checks prescribed by the applicable legislation to verify continued 

conformity with the approved type shall be carried out. The manufacturer shall demonstrate compliance with 

this by submitting to NSAI evidence of adequate arrangements and documented control plans for each type 

approved. 

5. Any set of samples or test pieces showing evidence of non-conformity shall give rise to further sampling and 

testing and all steps shall be taken to restore conformity of production.  

6. This Type Approval will expire when it is surrendered by the holder, or withdrawn by NSAI, or when the 

approved type no longer conforms to legal requirements. The recall of the Type Approval can be issued by 

NSAI when the conditions required for the issuing or continuation of the Type Approval are no longer current, 

or when the Approval holder is in breach of the duties attached to the Type Approval, or when it is established 

that the approved type no longer meets the requirements of traffic safety. 

7. Changes in the company name, address or manufacturing site, as well as in any of the sales or other agents 

specified in the issuing of the approval must immediately be notified to NSAI. 

8. The duties imposed by the issuing of this certificate are not transferable. The legal protection of third parties is 

not affected by this certificate. 

9. When the manufacture or sale of the system, component or separate technical unit has not been started within 

one year of the date of issue of this certificate, then NSAI is to be informed. This requirement also applies 

when the manufacture or sale has been halted for more than one year, or when it ought to have been halted for 

more than one year. The initial commencement of manufacture or sale, or the resumption of  

manufacture or sale, shall then be notified to NSAI within one month of commencement or resumption. 

 

 

B: Legal Options: 

 

 Any objection to the requirements set out in this certificate shall be made within one month of the date of issue. 

The objection shall be made, in writing, to NSAI in Dublin. 
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Type : KERROCK 

Manufacturer : Kolpa d.d. 
 

 

Test Laboratory appointed as Technical Service, 

Category B by NSAI 

 

Certificate of Appointment N° 94 issued by NSAI 

 

 

 

DEKRA Testing and Certification S.r.l. 

Via Fratelli Gracchi, n°27 

c.a.p.20092 - Cinisello Balsamo (MI) 

P.IVA – C.F.: 02894270962 

www.dekra.it 

ISP N°054 E 

Membro di MLA EA, MRA ILAC 

Signatory of EA MLA, ILAC MRA 
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Test Report 
 
 

According to the EC  Regulation relating to 

 

 
 UNIFORM TECHNICAL PRESCRIPTIONS CONCERNING THE BURNING BEHAVIOR 

AND/OT THE CAPABILITY TO REPEL FUEL OR LUBRIFICANT ON MATERIAL USED IN 

THE CONSTRUCTION OF CERTAIN CATEGORIES OF MOTOR VEHICLES 

 
    ECE 118 Amendment 03 Supplement 1 

 
 of 16 October 2018 

   

 Approval status  

 

ECE 

Number of approval  

 N/A  

 

E24*118R03/01*0208*00
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 Reason for Extension : N/A 

   
0. General   

   
0.1. Make (trade name of manufacturer) : Kolpa d.d. 

   0.2. Type 
 

: KERROCK 

0.3. Manufacturer's name and address : Kolpa d.d.  
Rosalnice 5 
8330 Metlika 
Slovenia 
 

  

0.4.1.    Name and address of the    

             manufacturer’s representative 

 

0.5. Information folder 

 

: 

 

-- 

 No. : KERROCK_01_09_2019 

 Date of issue : 10/09/2019 

 Date of last change : N/A 

   

1. Test object(s)   

   
1.1. Description :  

   
1.2. Remarks : none 

E24*118R03/01*0208*00
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2. Test record   

   
   
2.1 Equipment for measuring and  

testing 
: LAPI Fire prevention laboratory 

ACCREDIA certified EN 17025 

   
 Parameter of the test area : See Appendix 1 

   
2.2. Test Results : See Appendix 1 

   
2.3. Other information   

   
  Place of testing : Prato (IT) 

  Date of testing : 25/07/2019 

   
2.4. Remarks : N/A 

 

3. Appendices   

   
 1. Appendix :  Test record (2 sheets) 

   
4. Statement of conformity 

   
 The information folder as mentioned under No. 0.5. and the type described therein  

are  - i n  c o m p l i a n c e -  with the Test Specification mentioned above. 

             The described component is in compliance with the test specification mentioned above. 

   
 The Test Report comprises pages 1 to 2. 

 The Test Report shall be reproduced and published in full only and by the client only. It shall be 
reproduced partially with the written permission of the Test Laboratory only. 

   
 

TEST LABORATORY 
appointed as Technical Service Category B by NSAI 

  
Cinisello Balsamo (MI), 03.10.2019   
  
 
 
 

  

 
 

Dipl.-Ing. Marco Vignolo  Enrico Elmi 
Type Approval Engineer  Technical responsible 
 
Tel.: +39 02 89929090 – Fax: +39 02 89929200 – e-mail: info.automotive.it@dekra.com 
 
 

E24*118R03/01*0208*00

mailto:info.automotive.it@dekra.com
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Test record   Appendix 1 

 

0. General 

  

   
0.1 Selection of the part : worst case 

0.2 Further informations : -- 

   
I. Technical data  

 

1. Component 

1.1 Trade name of the manufacturer : Kolpa d.d. 

1.2 Type : KERROCK 

 

2. Equipment 
  

2.1 : As prescribed on Annex VI , VII and VIII of Regulation 
 
 

  

3. Test conditions   

3.1 Instrumentation  : As prescribed on Annex VI . VII and VIII of Regulation 

    

E24*118R03/01*0208*00
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4. TEST RESULTS   

4.0 General condition : The component was selected with shape and quantity pre-
scribed by the Regulation ECE 118 R 03/01. The test proce-
dure passing from amendment 02 to the 03 one add small 
modifications that do not change the test results, and the last 
amendment it is taken into account from LAPI laboratory. 

There were tested specimens with the lower ( 6 mm. ) and 
higher ( 12 mm.) thickness to cover all the production thick-
ness variants  

4.1 Test to determine the horizontal burn-
ing rate ( 6 mm.) 

: 
See the annexed test report 1385.6MT0030/19 

4.2 Test to determine the melting behaviur 
(6 mm.) 

: 
See the annexed test report 1385.6MT0020/19 

4.3 Test to determine the vertical burning 
rate ( 6 mm.) 

: 
See the annexed test report 1385.6MT0010/19 

4.4 Test to determine the horizontal burn-
ing rate ( 12 mm.) 

: 
See the annexed test report 1386.6MT0030/19 

4.5 Test to determine the melting behaviur 
(12 mm.) 

: 
See the annexed test report 1386.6MT0020/19 

4.6 Test to determine the vertical burning 
rate ( 12 mm.) 

: 
See the annexed test report 1386.6MT0010/19 

5.0 Annex : Test reports of LAPI laboratory 

6.0 Conclusion : The component fulfil the requirements for what concern the 
burning behavior following the ECE Regulation 118 amend.03 
Supplement 01 
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INFORMATION DOCUMENT ECE 118R 
KERROCK_01_09_2019 

 

Date : 10 September 2019 
 

Pagina/ page : 1/2 

 
 
1. 

 

1.1 

 

 

1.2 

 

 

1.3 

 

 

 

 

1.4 

 

 

 

 

 

1.5 

 

 

 

2. 

 

 

 

2.1 

 

 

 

 

2.2 

 

 

 

 

 

2.3 

 

 

 

 

2.4 

 

 

2.5 

 

2.6 

 

 

 

3. 

 

ASPETTI GENERALI /GENERAL 

 

Marca (denominazione commerciale del Costrutture): 

Make (trade name of Manufacturer ): 

 

Tipo e descrizione commerciale generale: 

Type and general commercial description: 

 

Nome e indirizzo del Costruttore: 

Name and address of Manufacturer: 

 

 

 

Per componenti ed entità tecniche indipendenti, 

posizione e metodo di apposizione del marchio di 

omologazione: 

In case of components and separate technical units, 

location and method of affixing of the approval mark: 

 

Indirizzo dello stabilimento di montaggio: 

Address of assembly plant: 

 

 

MATERIALI DESTINATI AGLI ALLESTIMENTI 

INTERNI 

INTERIOR MATERIALS 

 

Materiale destinato ad essere montato in senso 

orizzontale / verticale / orizzontale e verticale 

Material intended for horizontal/vertical/ horizontal and 

vertical installation  

 

Materiale destinato ad essere montato ad una distanza 

superiore a 500 mm sopra il cuscino del sedile e/o nel 

tetto del veicolo: 

Material intended to be installed more than 500 mm 

above the seat cushion and/or in the roof of the vehicle: 

 

Materiale di base / designazione: 

Base material / designation: 

 

 

Materiale composito/semplice, numero degli strati: 

Composite/ single material , number of layers: 

 

 

Tipo di rivestimento / Type of coating 

 

Spessore minimo / massimo: 

Maximum / minimum thickness: 

 

 

Eventuale numero di omologazione: 

Tyèe-approval number , if available: 

 

 

Kolpa d.d. 

 

 

KERROCK  

acrylic solid surface material 

 

Kolpa d.d.  

Rosalnice 5 

8330 Metlika 

Slovenia 

 

Sul bordo del particolare. 

Serigrafato indelebile (vedere 

allegato) 

Mark/code printed directly on 

product (see annex) 

Kolpa d.d.  

Rosalnice 5 

8330 Metlika 

Slovenia 

 

 

 

 

Installazione orizzontale e 

verticale 

horizontal and vertical installation 

 

 

Si / Yes 

 

 

 

 

 

60% ATH and 40% PMMA resin 

 

 

 

Materiale composito ed uniforme 

per tutto lo spessore 

Composite, uniform material 

throughout the thickness 

No 

 

6mm / 12mm 

 

 

 

No 

 

E24*118R03/01*0208*00
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3.1 

 

 

 

 

3.2 

 

 

3.3 

 

 

3.4. 

 

3.5. 

 

 

3.6. 

 

 

4. 

 

4.1. 

 

4.2. 

 

 

4.3 

 

 

4.4 

 

4.5 

 

 

4.6 

Materiali coibentanti / Insulation materials 

 

Materiale destinato ad essere montato in senso 

orizzontale / verticale / orizzontale e verticale 

Material intended for horizontal/vertical/ horiziontal and 

vertical installation  

 

Materiale di base / designazione : 

Base material / designation: 

 

Materiale composito/semplice, numero degli strati: 

Composite/ single material , number of layers: 

 

Tipo di rivestimento / Type of coating: 

 

Spessore minimo / massimo : 

Maximum / minimum thickness: 

 

Eventuale numero di omologazione: 

Tyèe-approval number , if available: 

 

Cavi elettrici / Electric cables 

 

Materiale impiegato / Material used for: 

 

Materiale di base / designazione: 

Base material / designation: 

 

Materiale composito/semplice, numero degli strati: 

Composite/ single material , number of layers: 

 

Tipo di rivestimento / Type of coating: 

 

Spessore minimo / massimo : 

Maximum / minimum thickness: 

 

Eventuale numero di omologazione: 

Tyèe-approval number , if available: 

 

 

 

/ 

 

 

 

 

/ 

 

 

/ 

 

 

/ 

 

/ 

 

 

/ 

 

 

No 

 

/ 

 

/ 

 

 

/ 

 

 

/ 

 

/ 

 

 

/ 
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